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 A. GENERAL 
 A-1 This specification replaces Sales Specification C-17 Version 5, dated 

February, 2006.  This revision is being done to reflect a standardized 
product name. 

 A-2 This specification describes a grade of EPOLENE Polymer, which meets all 
of the requirements listed in Section B when tested as directed by the 
referenced methods. 

 B. PROPERTIES AND TEST METHODS 
 Property Specification Limits Test Method 
 B- 1 Melt Index, g/10mn 16 - 24 VCC-105 
 B- 2 Density, gm/cm3 0.9130 - 0.9190 ASTM D – 4883 
 
 
 
 
 
 
 
 
______________________________________________________________________________________ 
For reasons of safety and accuracy, the person performing methods described herein must be thoroughly trained 
and under the supervision of a professional person who is knowledgeable in the relevant science.  Equipment 
and materials described should be used in accordance with safety precautions recommended by their 
manufacturers. 
 



 
 
 
 
 
 


